
Droppd from 6' *Cracked = shell fractured (1 or 2 cracks)
1= thin shell, best for tournament *Split = Shell split at the seem
3-6= average breakage and good for general/ recball *Broke = Shell had several cracks
10+ = hard shell, too hard even *Shattered = Shell Shattered
Shell thickness measured away from the seam. Balls are much thicker near the seams.

# of drops condition # of drops condition # of drops condition
1 16 Cracked 1 1 Broke 1 3 Cracked
2 8 Cracked 2 3 Cracked 2 8 Split
3 3 Cracked 3 5 Cracked 3 13 Split
4 2 Cracked 4 2 Cracked 4 2 Cracked
5 14 Cracked 5 3 Cracked 5 3 Cracked

Shell Thickness 0.07 0.05 0.07

# of drops condition # of drops condition
1 10 Cracked 1 2 Shattered
2 2 Split 2 1 Shattered
3 2 Cracked 3 7 Shattered
4 6 Cracked 4 4 Broke
5 8 Cracked 5 1 Shattered

Shell Thickness 0.07 0.06
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